
TEST REPORT: REPORTED DATE:   01-March-2023No. CPPG/230307335-CB14639

Job Ref. C&P/2023-02-01-013

3-1-36 IMAIKE-CHO, ANJO, AICHI,

JAPAN 446-8504

INOAC CORPORATION

The following sample(s) was/were submitted and identified by applicant as:

Product Category : Rubber SpongeSAMPLE DESCRIPTION :

Type : GOMSPOR

Item : C-4600

Color : Black

SAMPLE RECEIVED       

TESTING PERIOD           

TEST METHOD          

09-February-2023

09-February-2023 to 23-February-2023

:

:

:

:

TEST REQUESTED            

:

TEST RESULTS              

-PLEASE REFER TO NEXT PAGE(S)-

-PLEASE REFER TO NEXT PAGE(S)-

Selected test(s) as requested by customer
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TEST RESULTS:

Test Part Description

Sample Description: -PLEASE REFER TO PAGE 1-

MDLUnit LimitResultTest MethodTest Parameter(s):

RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU

N.D.Lead (Pb) With reference to IEC 62321-5:2013, determination 

of Lead by ICP-OES.

2mg/kg Max 1000N.D.

N.D.Cadmium (Cd) With reference to IEC 62321-5:2013, determination 

of Cadmium by ICP-OES.

2mg/kg Max 100N.D.

N.D.Mercury (Hg) With reference to IEC 62321-4:2013+A1:2017, 

determination of Mercury by ICP-OES.

2mg/kg Max 1000N.D.

N.D.Hexavalent Chromium 

(CrVI)

With reference to IEC 62321-7-2:2017, determination 

of Hexavalent Chromium by Colorimetric Method 

using UV-Vis.

8mg/kg Max 1000N.D.

N.D.Sum of PBBs With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg Max 1000N.D.

N.D.Monobromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Dibromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Tribromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Tetrabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Pentabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Hexabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Heptabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Octabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Nonabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Decabromobiphenyl With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.
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TEST RESULTS:

Test Part Description

Sample Description: -PLEASE REFER TO PAGE 1-

MDLUnit LimitResultTest MethodTest Parameter(s):

RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU

N.D.Sum of PBDEs With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg Max 1000N.D.

N.D.Monobromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Dibromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Tribromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Tetrabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Pentabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Hexabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Heptabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Octabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Nonabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

N.D.Decabromodiphenyl ether With reference to IEC 62321-6:2015, determination 

of PBBs and PBDEs by GC-MS.

5mg/kg -N.D.

Note :   (a) mg/kg = ppm ; (0.1wt% = 1000ppm)

(b) N.D. = Not Detected

(c) MDL = Method Detection Limit

(d) - = Not regulated

(e) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.
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Test Part Description :

Sample Description:

INOAC CORPORATION

SGS authenticate the photo on original report only

CB14639
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