GOMSPOR® Technical data sheet

Compression deflction curve

- Sample
GOMSPOR® N-147 ratio load
% kPa
- Test Method 0 0
10 79
Specimen 50mm x 50mm x Thickness 12.5mm 20 87
Compression speed 10mm/min 30 104
40 132
50 173
60 242
70 379
80 756
- Test Result
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The figures all indicate representative values.
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