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Item Specifications Test Method
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1 RETEE 33 +8 kg m? JIS K 6767
Density
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2 £ Mpa JIS K 6767
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3 . EE) = % JIS K 6767
Elongation . 90 =
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g |EMEISI-E - 50% 45 < Kpa JIS K 6767
Compression Hardness
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5 R % JIS K 6767
Heat Shrinkage (70°C * 22hr) ™ 50 =
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2% The content of the physical property standard might be rivised due to improvement of the quality
or new knowledge.
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