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UNIT DATA TEST　METHOD

kg/m3
pcf

120
7.5

ASTM　D3575　ＳｕｆｆｉｘW

kPa
psi

334.3
48.5

ASTM　D3575　ＳｕｆｆｉｘＤ

％ 4.7 ASTM　D3575　ＳｕｆｆｉｘＢ

MPa
psi

1.74
252.4

ASTM　D3575　ＳｕｆｆｉｘＴ

％ 140 ASTM　D3575　ＳｕｆｆｉｘＴ

LENGTH 0 ASTM　D3575　ＳｕｆｆｉｘS

WIDTH -0.1 ASTM　D3575　ＳｕｆｆｉｘS

THICKNESS -0.7 ASTM　D3575　ＳｕｆｆｉｘS

Tensile strength

Tensile elongation

Thermal stability ％

Density

Compression　Deflection

TYPICAL　PROPERTIES　of　A-12

Compressin set


